
 
 
 
 

 

 

The information and recommendations contained in this document are based upon data collected by Ampacet and believed to be correct.  
However, no warranty of fitness for use or any other guarantees or warranty of any kind, expressed or implied, is made to the information 
contained herein, and Ampacet assumes no responsibility for the results for the use of products and processes described herein.  No liability 
whatsoever shall attach to Ampacet for any infringement of the rights owned or controlled by a third party in intellectual, industrial or other 
property by reason of the applications, processing or use of the aforementioned information or products by the buyer. 
 

Ampacet Corporation, 660 White Plains Road, Tarrytown, NY  10591-5130  
Tel: +1-800-888 4267    Fax: 914 631 7278    Web page: www.ampacet.com 

 
Page 1 of 2 

 

 

10/12/16 

John Neff 

ISO/QC Mgr. 

Advanced Poly-Packaging Inc. 

1331 Emmitt Road 

Akron, OH 44306 

 

Re:  UV Performance of Film Sample 

            

Dear Mr. Neff: 

 

This letter is being sent to communicate the UV performance of the film sample you 
provided to Ampacet.  This sample was marked “film sample A”, which was 
approximately 4.2 mils in thickness. 
 
Testing via UV-Vis Spectroscopy showed 0% light transmission in the UV range all the 
way up to 395nm.  This means you have 100% protection all the way up to the visible 
light range.  The associated transmission chart is attached below for your review. 
 
Please let me know if I can do anything further for you in this matter. 
 
Sincerely, 

 
Morgan L. Gibbs 

Director – TS&D 

Ampacet Corporation 

 

Cc: Ken Diblasi 
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